
Final Report

(EPA Method 40CFR, Part 763, Appendix E to Subpart E and EPA 600/R-93-116, Visual Area Estimation)
Bulk Asbestos Analysis

NVLAP Lab Code: 101459-0
3982Client ID:NorBay Consulting
B278657Report Number:Robert Gerhold

Date Received:2400 Las Gallinas
06/17/19Date Analyzed:Suite 110
06/18/19Date Printed:San Rafael, CA 94903

First Reported:

39827175 - Walnut Creek I.S., Walnut Creek, California FALI Job ID:Job ID/Site:

Date(s) Collected: 06/11/2019
60Total Samples Submitted:

Total Samples Analyzed: 60

06/13/19

06/18/19

Sample ID Lab Number
Asbestos

Type
Percent in

Layer
Asbestos AsbestosPercent in Percent in

Type TypeLayer Layer

MPR-BBM-1 12176034
Layer: White Mastic ND

Asbestos (ND)Total Composite Values of Fibrous Components:
Cellulose (Trace)        

MPR-VFT-1-1 12176035
Layer: Brown Tile ND
Layer: Grey Mastic ND

Asbestos (ND)Total Composite Values of Fibrous Components:
Cellulose (Trace)        

MPR-VFT-1-2 12176036
Layer: Brown Tile ND
Layer: Grey Mastic ND

Asbestos (ND)Total Composite Values of Fibrous Components:
Cellulose (Trace)        

MPR-VFT-2-1 12176037
Layer: Green Tile ND

Asbestos (ND)Total Composite Values of Fibrous Components:
Cellulose (Trace)        

MPR-VFT-2-2 12176038
Layer: Green Tile ND
Layer: Black Mastic ND

Asbestos (ND)Total Composite Values of Fibrous Components:
Cellulose (Trace)        

MPR-VFT-2-3 12176039
Layer: Green Tile ND
Layer: Black Mastic ND

Asbestos (ND)Total Composite Values of Fibrous Components:
Cellulose (Trace)        

MPR-INS-1 12176040
Layer: Yellow Fibrous Material ND
Layer: Black Woven Material ND

Asbestos (ND)Total Composite Values of Fibrous Components:
Cellulose (35 %)        Fibrous Glass (60 %)        
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Report Number: B278657
Date Printed: 06/18/19Client Name: NorBay Consulting

Sample ID Lab Number
Asbestos

Type
Percent in

Layer
Asbestos AsbestosPercent in Percent in

Type TypeLayer Layer

MPR-INS-2 12176041
Layer: Yellow Fibrous Material ND
Layer: Black Woven Material ND

Asbestos (ND)Total Composite Values of Fibrous Components:
Cellulose (35 %)        Fibrous Glass (60 %)        

MPR-MASTIC-1-1 12176042
Layer: Off-White Fibrous Material ND
Layer: Brown Mastic ND

Asbestos (ND)Total Composite Values of Fibrous Components:
Cellulose (Trace)        Fibrous Glass (10 %)        

MPR-MASTIC-1-2 12176043
Layer: Off-White Fibrous Material ND
Layer: Brown Mastic ND

Asbestos (ND)Total Composite Values of Fibrous Components:
Cellulose (Trace)        Fibrous Glass (10 %)        

MPR-MASTIC-2-1 12176044
Layer: Tan Mastic ND

Asbestos (ND)Total Composite Values of Fibrous Components:
Cellulose (Trace)        Fibrous Glass (Trace)        

MPR-MASTIC-2-2 12176045
Layer: Tan Mastic ND

Asbestos (ND)Total Composite Values of Fibrous Components:
Cellulose (Trace)        Fibrous Glass (Trace)        

MPR-MASTIC-2-3 12176046
Layer: Tan Mastic ND

Asbestos (ND)Total Composite Values of Fibrous Components:
Cellulose (Trace)        Fibrous Glass (Trace)        

MPR-ACT-1-1 12176047
Layer: Grey Fibrous Material ND
Layer: Paint ND
Layer: Brown Mastic ND

Asbestos (ND)Total Composite Values of Fibrous Components:
Cellulose (35 %)        Fibrous Glass (45 %)        

MPR-ACT-1-2 12176048
Layer: Grey Fibrous Material ND
Layer: Paint ND
Layer: Brown Mastic ND

Asbestos (ND)Total Composite Values of Fibrous Components:
Cellulose (35 %)        Fibrous Glass (45 %)        

MPR-ACT-2-1 12176049
Layer: Grey Fibrous Material ND
Layer: Paint ND

Asbestos (ND)Total Composite Values of Fibrous Components:
Cellulose (35 %)        Fibrous Glass (45 %)        
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Report Number: B278657
Date Printed: 06/18/19Client Name: NorBay Consulting

Sample ID Lab Number
Asbestos

Type
Percent in

Layer
Asbestos AsbestosPercent in Percent in

Type TypeLayer Layer

MPR-ACT-2-2 12176050
Layer: Grey Fibrous Material ND
Layer: Paint ND

Asbestos (ND)Total Composite Values of Fibrous Components:
Cellulose (35 %)        Fibrous Glass (45 %)        

MPR-ACT-2-3 12176051
Layer: Grey Fibrous Material ND
Layer: Paint ND

Asbestos (ND)Total Composite Values of Fibrous Components:
Cellulose (35 %)        Fibrous Glass (45 %)        

MPR-DWTM-1 12176052
Layer: White Drywall ND
Layer: Tan Joint Compound Chrysotile 2 %
Layer: Off-White Tape ND

Asbestos (Trace)Total Composite Values of Fibrous Components:
Cellulose (20 %)        Fibrous Glass (10 %)        

MPR-DWTM-2 12176053
Layer: White Drywall ND
Layer: Tan Joint Compound Chrysotile 2 %
Layer: Off-White Tape ND
Layer: Tan Joint Compound Chrysotile 2 %

Asbestos (Trace)Total Composite Values of Fibrous Components:
Cellulose (20 %)        Fibrous Glass (10 %)        

MPR-DWTM-3 12176054
Layer: White Drywall ND
Layer: Tan Joint Compound Chrysotile 2 %
Layer: Off-White Tape ND
Layer: Tan Joint Compound Chrysotile 2 %
Layer: Paint ND

Asbestos (Trace)Total Composite Values of Fibrous Components:
Cellulose (20 %)        Fibrous Glass (10 %)        

MPR-DWTM-4 12176055
Layer: White Drywall ND
Layer: Paint ND

Asbestos (ND)Total Composite Values of Fibrous Components:
Cellulose (20 %)        

MPR-DWTM-5 12176056
Layer: White Drywall ND
Layer: Tan Joint Compound Chrysotile 2 %
Layer: Paint ND
Layer: Tan Joint Compound Chrysotile 2 %
Layer: Paint ND

Asbestos (Trace)Total Composite Values of Fibrous Components:
Cellulose (20 %)        Fibrous Glass (10 %)        

 3  of  9
3777 Depot Road, Suite 409, Hayward, CA 94545  /  Telephone: (510) 887-8828  (800) 827-FASI  /  Fax: (510) 887-4218



Report Number: B278657
Date Printed: 06/18/19Client Name: NorBay Consulting

Sample ID Lab Number
Asbestos

Type
Percent in

Layer
Asbestos AsbestosPercent in Percent in

Type TypeLayer Layer

MPR-TDWTM-1-1 12176057
Layer: White Drywall ND
Layer: Tan Joint Compound Chrysotile 2 %
Layer: Off-White Tape ND
Layer: Tan Joint Compound Chrysotile 2 %
Layer: Paint ND
Layer: White Joint Compound ND
Layer: Paint ND

Asbestos (Trace)Total Composite Values of Fibrous Components:
Cellulose (5 %)        

MPR-TDWTM-1-2 12176058
Layer: Brown Drywall ND
Layer: White Joint Compound ND
Layer: White Tape ND
Layer: White Joint Compound ND
Layer: Paint ND

Asbestos (ND)Total Composite Values of Fibrous Components:
Cellulose (20 %)        Fibrous Glass (10 %)        

MPR-TDWTM-1-3 12176059
Layer: Brown Drywall ND
Layer: White Joint Compound ND
Layer: Paint ND

Asbestos (ND)Total Composite Values of Fibrous Components:
Cellulose (20 %)        Fibrous Glass (10 %)        

MPR-TDWTM-2-1 12176060
Layer: White Drywall ND
Layer: White Joint Compound ND
Layer: White Tape ND
Layer: White Mastic ND
Layer: Paint ND

Asbestos (ND)Total Composite Values of Fibrous Components:
Cellulose (20 %)        Fibrous Glass (10 %)        

MPR-TDWTM-2-2 12176061
Layer: White Drywall ND
Layer: White Joint Compound ND
Layer: White Tape ND
Layer: White Joint Compound ND
Layer: Paint ND

Asbestos (ND)Total Composite Values of Fibrous Components:
Cellulose (20 %)        Fibrous Glass (10 %)        
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Report Number: B278657
Date Printed: 06/18/19Client Name: NorBay Consulting

Sample ID Lab Number
Asbestos

Type
Percent in

Layer
Asbestos AsbestosPercent in Percent in

Type TypeLayer Layer

700-DWTM-1 12176062
Layer: White Drywall ND
Layer: White Joint Compound ND
Layer: White Tape ND
Layer: White Joint Compound ND
Layer: Paint ND

Asbestos (ND)Total Composite Values of Fibrous Components:
Cellulose (20 %)        Fibrous Glass (10 %)        

700-DWTM-2 12176063
Layer: White Drywall ND
Layer: White Tape ND
Layer: White Joint Compound ND
Layer: Paint ND

Asbestos (ND)Total Composite Values of Fibrous Components:
Cellulose (20 %)        Fibrous Glass (10 %)        

700-DWTM-3 12176064
Layer: White Drywall ND
Layer: White Joint Compound ND
Layer: White Tape ND
Layer: White Joint Compound ND
Layer: Paint ND

Asbestos (ND)Total Composite Values of Fibrous Components:
Cellulose (20 %)        Fibrous Glass (10 %)        

700-SU-1 12176065
Layer: Black Non-Fibrous Material ND

Asbestos (ND)Total Composite Values of Fibrous Components:
Cellulose (Trace)        

700-SU-2 12176066
Layer: Black Non-Fibrous Material ND

Asbestos (ND)Total Composite Values of Fibrous Components:
Cellulose (Trace)        

700-ACT-1 12176067
Layer: Beige Fibrous Material ND
Layer: Paint ND

Asbestos (ND)Total Composite Values of Fibrous Components:
Cellulose (35 %)        Fibrous Glass (45 %)        

700-ACT-2 12176068
Layer: Beige Fibrous Material ND
Layer: Paint ND

Asbestos (ND)Total Composite Values of Fibrous Components:
Cellulose (35 %)        Fibrous Glass (45 %)        
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Report Number: B278657
Date Printed: 06/18/19Client Name: NorBay Consulting

Sample ID Lab Number
Asbestos

Type
Percent in

Layer
Asbestos AsbestosPercent in Percent in

Type TypeLayer Layer

700-SVF-1 12176069
Layer: Beige Sheet Flooring ND
Layer: Fibrous Backing ND
Layer: Off-White Mastic ND

Asbestos (ND)Total Composite Values of Fibrous Components:
Cellulose (2 %)        Fibrous Glass (5 %)        Synthetic (5 %)        

700-SVF-2 12176070
Layer: Beige Sheet Flooring ND
Layer: Fibrous Backing ND
Layer: Off-White Mastic ND

Asbestos (ND)Total Composite Values of Fibrous Components:
Cellulose (10 %)        Fibrous Glass (5 %)        Synthetic (5 %)        

700-FC-1 12176071
Layer: Grey Non-Fibrous Material ND

Asbestos (ND)Total Composite Values of Fibrous Components:
Cellulose (Trace)        

700-CG-1 12176072
Layer: Yellow/Green Mastic ND

Asbestos (ND)Total Composite Values of Fibrous Components:
Cellulose (Trace)        

500-VFT-1 12176073
Layer: Brown Tile ND
Layer: Clear Mastic ND

Asbestos (ND)Total Composite Values of Fibrous Components:
Cellulose (Trace)        

500-VFT-2 12176074
Layer: Brown Tile ND
Layer: Clear Mastic ND

Asbestos (ND)Total Composite Values of Fibrous Components:
Cellulose (Trace)        

500-PBDW-1 12176075
Layer: Tan Fibrous Material ND
Layer: White Wallpaper ND
Layer: White Drywall ND

Asbestos (ND)Total Composite Values of Fibrous Components:
Cellulose (80 %)        

500-PBDW-2 12176076
Layer: Tan Fibrous Material ND
Layer: White Wallpaper ND
Layer: White Drywall ND

Asbestos (ND)Total Composite Values of Fibrous Components:
Cellulose (80 %)        
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Report Number: B278657
Date Printed: 06/18/19Client Name: NorBay Consulting

Sample ID Lab Number
Asbestos

Type
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Layer
Asbestos AsbestosPercent in Percent in
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500-PBDW-3 12176077
Layer: Tan Fibrous Material ND
Layer: White Wallpaper ND
Layer: White Drywall ND

Asbestos (ND)Total Composite Values of Fibrous Components:
Cellulose (80 %)        

500-ACP-1 12176078
Layer: Beige Fibrous Material ND
Layer: Paint ND

Asbestos (ND)Total Composite Values of Fibrous Components:
Cellulose (75 %)        Fibrous Glass (5 %)        

500-ACP-2 12176079
Layer: Beige Fibrous Material ND
Layer: Paint ND

Asbestos (ND)Total Composite Values of Fibrous Components:
Cellulose (75 %)        Fibrous Glass (5 %)        

500-ACP-3 12176080
Layer: Beige Fibrous Material ND
Layer: Paint ND

Asbestos (ND)Total Composite Values of Fibrous Components:
Cellulose (75 %)        Fibrous Glass (5 %)        

LIB-DWTM-1 12176081
Layer: White Drywall ND
Layer: White Joint Compound ND
Layer: White Tape ND
Layer: White Joint Compound ND
Layer: Paint ND

Asbestos (ND)Total Composite Values of Fibrous Components:
Cellulose (20 %)        Fibrous Glass (10 %)        

LIB-DWTM-2 12176082
Layer: White Joint Compound ND
Layer: Paint ND

Asbestos (ND)Total Composite Values of Fibrous Components:
Cellulose (Trace)        

LIB-DWTM-3 12176083
Layer: White Joint Compound ND
Layer: Paint ND

Asbestos (ND)Total Composite Values of Fibrous Components:
Cellulose (Trace)        
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Report Number: B278657
Date Printed: 06/18/19Client Name: NorBay Consulting

Sample ID Lab Number
Asbestos

Type
Percent in

Layer
Asbestos AsbestosPercent in Percent in

Type TypeLayer Layer

LIB-DWTM-4 12176084
Layer: White Drywall ND
Layer: White Joint Compound ND
Layer: Paint ND
Layer: White Joint Compound ND

Asbestos (ND)Total Composite Values of Fibrous Components:
Cellulose (Trace)        

LIB-DWTM-5 12176085
Layer: White Drywall ND
Layer: White Joint Compound ND
Layer: White Tape ND
Layer: White Joint Compound ND
Layer: Paint ND

Asbestos (ND)Total Composite Values of Fibrous Components:
Cellulose (20 %)        Fibrous Glass (10 %)        

LIB-BBM-1 12176086
Layer: Off-White Mastic ND

Asbestos (ND)Total Composite Values of Fibrous Components:
Cellulose (Trace)        

LIB-BBM-2 12176087
Layer: Off-White Mastic ND

Asbestos (ND)Total Composite Values of Fibrous Components:
Cellulose (Trace)        

LIB-VFT-1 12176088
Layer: Blue Tile ND
Layer: Yellow Mastic ND

Asbestos (ND)Total Composite Values of Fibrous Components:
Cellulose (Trace)        

LIB-VFT-2 12176089
Layer: Blue Tile ND
Layer: Yellow Mastic ND

Asbestos (ND)Total Composite Values of Fibrous Components:
Cellulose (Trace)        

LIB-ACT-1-1 12176090
Layer: Beige Fibrous Material ND
Layer: Paint ND

Asbestos (ND)Total Composite Values of Fibrous Components:
Cellulose (35 %)        Fibrous Glass (45 %)        

LIB-ACT-1-2 12176091
Layer: Beige Fibrous Material ND
Layer: Paint ND

Asbestos (ND)Total Composite Values of Fibrous Components:
Cellulose (35 %)        Fibrous Glass (45 %)        
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LIB-ACT-2-1 12176092
Layer: Beige Fibrous Material ND
Layer: Paint ND

Asbestos (ND)Total Composite Values of Fibrous Components:
Cellulose (35 %)        Fibrous Glass (45 %)        

LIB-ACT-2-2 12176093
Layer: Beige Fibrous Material ND
Layer: Paint ND

Asbestos (ND)Total Composite Values of Fibrous Components:
Cellulose (35 %)        Fibrous Glass (45 %)        

Analytical results and reports are generated by Forensic Analytical Laboratories Inc. (FALI) at the request of and for the exclusive use of the person or entity (client) named on such
report. Results, reports or copies of same will not be released by FALI to any third party without prior written request from client. This report applies only to the sample(s) tested.
Supporting laboratory documentation is available upon request. This report must not be reproduced except in full, unless approved by FALI. The client is solely responsible for the
use and interpretation of test results and reports requested from FALI. Forensic Analytical Laboratories Inc. is not able to assess the degree of hazard resulting from materials
analyzed. FALI reserves the right to dispose of all samples after a period of thirty (30) days, according to all state and federal guidelines, unless otherwise specified.  All samples were
received in acceptable condition unless otherwise noted.

Note: Limit of Quantification ('LOQ') = 1%. 'Trace' denotes the presence of asbestos below the LOQ. 'ND' = 'None Detected'.
Tad Thrower, Laboratory Supervisor, Hayward Laboratory
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